Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

s

B b R
BONDAR-CLEGGE

REPORT: 098-1211 ( COMPLETE )

T | REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORF,
PROJECT! BLASTHOLE

SUBNITTED BY! R, MACLEOR
DATE PRINTED: 17-0CT-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION KETHOD
1 FireAu Gold 34 0,002 OPY Fire Assay
2 CN Au Au/Hot Extraction 29 0.002 OPT Cuanide Leach Atomic Absorrtion
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMRER SANPLE PREPARATIONS NUMBER
' DRILL CORE 54 2 -150 54 fssay Frep 54

Deadwood Surcharde 54

REPORT COPIES TO) MR. ROD WACLEQD

INVOICE TO: MR, ROD MACLEQD




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

S BONDAR-CLEGG

REPORT: 098-1211 PROJECT! BLASTHOLE PAGE 1

SAMPLE ELEMENT FireAu  CN Ay SAMPLE ELEMENT FireAu CN Au

NUMBER UNITS  OPT 0PT NUMBER UNITS  OPT oPT

D2 S-10-3-381 0.008 D2 S-10-3-487 0,086 0,039

12 $-10-3-382_- 0.015 0,024 02 5-10-3-488— 0,047 0,024

02 §-10-3-411 0,009 02 §-10-3-490 0.043 0,045

12 $-10-3-412 0,005 12 §-10-3-491 0,084 0,084

12 §-10-3-423 0,009 02 $-10-3-492 0,036 0,034

02 5-10-3-424 0,036 0,022 12 §-10-3-493 0,009

12 §-10-3-425 0,021 0.011 12 §-10-3-494 0,013

12 5-10-3-424 0,054  0.028 D2 §-10-3-495 0,010

02 5-10-3-427 0,024 0,020 12 §-10-1-49¢ 0,004

02 §-10-3-428 0.010 12 5-10-3-497 0,007

02 5-10-3-429 0,019 0,019 12 5-10-3-498 0,028 0,025

12 §-10-3-430 0,006 D2 5-10-3-499_ 0,014

12 §-10-3-431 0,040 0,039 12 $-10-3-501 0,007

12 5-10-3-432 0,025  0.023 D2 5-10-3-502__ 0,028 0,025

D2 5-10-3-433 0.004

12 5-10-3-434 0,004

D2 S-10-3-435 0,005

D2 S-10-3-43% 0,007

D2 $-10-3-437 0,015 0,009

D2 §-10-3-438 0,009

12 5-10-3-433~ 0,008

02 §-10-3-441 0,007

D2 §-10-3-442 0,013

B2 §-10-3-45( 0,028 0,025

02 5-10-3-452 0,029 0,026

D2 5-10-3-453 0,014

02 $-10-3-454 0,038 0,024

D2 5-10-3-455 0,029 0,025

02 5-10-3-456 0,020 0,016

02 §-10-3-457 0,014 ——
™3y 27 SERT TITTITRO YL

02 5-10-3-458 0,018  0.012 euviirTrinmc

02 5-10-3-459 0,024 0,019 = —

02 §-10-3-440~ 0,080 0,082 .~

D2 5-10-3-471 0,007 ocL ! losy

B2 5-10-3-472- 0,012

12 S-10-3-482 0,073 0,073 P10 () nn!

D2 S-10-3-483 0,030 0,035 ; _ \

D2 5-10-3-484 0,101 0,076 '

02 S-10-3-485 0.034 0,031

D2 §5-10-3-486 0,070  0.028
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. ” :
LAB. REPORT NO. & / /

E BONDAR-CLEGG INC. !

12880 W. CEDAR DR, LAKEWDOOD, CO. PHONE: S8S-1104 TELEX: 45-693
SAMPLE SHI(I-"/I.}ENT NOTICE

} /./r e o WERC P
Date Shipped (f / ;,/«// 200 Via’#/ s /41 Prepaid or [ Collect
# Parcels in Shipment __ TOTAL NUMBER OF SAMPLES 7 </

GEOLOGIST'S NAMEZ2 // /2 "//77" _PHONE NUMBEREZL/. |~ 25 Z//PROJECT NAME OR NUMBER _LL4/ /A7 L/~
et

Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation ocp test
- ’ . ' Neutror ]
’ b ,/' " o Cu |Pb |Zn Mo JAg [Cd [Ni [Co Mn [Fe [Bi |V |U |W |F As Mg [Sn [Sb |Ba |E spec Acﬁtv‘a‘z?;ﬁ oce toefsll
Neutron 0
7 4 Cu |Pb |Zn Mo JAg |Cd [Ni |Co Mn [Fe [Bi |V |U W |F “!( As Hg [Sn [Sb |Ba |E spec Ac:.amn oceP :J:t
. Neutran ore
Cu |Pb |Zn Mo |Ag |Cd |Ni |Co Mn |Fe |Bi |V |U |W |F A/'As Ho |Sn |Sb |Ba |E spec | Activation DCP test
- \ Neutron ore
= “€.|Cu [Pb |Zn Mo |Ag |Cd [Ni |Co Mn [Fe [Bi |V |U |W |F JAK |&s JHg [Sn [Sb |Ba |E spec | Activation pce test
o Neutron ore
“ 7= |Cu |Pb |Zn Mo JAg [Cd |Ni |Co Mn |Fe [Bi |V U |W |F Ax\ As [Ho [Sn [Sb |Ba |E spec | Activalion DCP test
? ; e Neutron ore
o 249 7. 7|Cu [Pb |Zn [do Ag |cd |Ni [co Mn [Fe [Bi |V |U |W [F |48 |As [Hg [Sn |Sb |8a E spec | Activation beP test
” I O 2% Neutron ore
o bl Sl b #4.|Cu |Pb |Zn Fo JAg |Cd Ni |Co Mn |Fe |Bi |V |U |W |F Ay |As [Hg [Sa [Sb |Ba E spec | Activation oce test
> Neufron e
— /el ] -‘ Cu [Pb |Zn Mo |Ag [Cd [Ni [Co Mn Fe [Bi |V_|U |W |F 1~' As Hg [Sn |Sb [8‘4 E spec | Activation pee ltes!
s Neutron ore
<{Cu |Pb |Zn Mo |Ag |Cd |Ni [Co "Jr' Fe |Bi |V |U |W |F JAs |As Mg [Sn [Sb IBa E spec | Activation BCP test
Neulron —ore
Cu [Pk |Zn Mo |Ag |Cd |Ni [Co rdn Fe |BI |V |U |W |F JAu [As |Hg [Sn |Sb |Ba |E spec | Activation Dce test
Lﬂ Neutron ore
Cu |Pb |Zn Mo |Ag |Cd [Ni |Co Mn [Fe [Bi |V |U |W |F JAu |As |Hg [Sn |Sh |Ba |E spec | Aclivation pcp lest
Neutron ore
Cu |Pb |Zn Mo JAg |Cd |Ni [Co Min [Fe |BI [V |U |W |F |Au [As [Ho [Sn |Sb lBa E spec Acnlv’a’lion pee test
NEOTan me
Cu |Pb [Zn Mo [Ag |Cd [Ni [Co Mn |Fe |Bi |V |U |W [F |Au |As |Ho [Sn |Sb [Ba |E spec | Activalion pce test
Neutron ore
Cu |Pb |Zn rﬂo Ag |Cd [Ni |Co Mn |Fe |Bi |V |U |W |F JAu |As |Hg |Sn [Sb |Ba |E spec | Activation pce test
Reutron ore
Cu |Pb |Zn ko Ag |Cd INi [Co Mn [Fe |Bi [V |U |W |F |Au [As [Ho [Sn |Sb [Ba |E spec | Activation oce test
B assay (%, ore grade) 0O (prepared
Please analyze by 4 methods, the enclosed samples
O geochemical (ppm, trace level) 0O unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS ‘(f; 74 A i L =T ITE S Lo K 2L ALY L TLEL pr/ A4 i d 4/ 7 I ¢ A
f 1N E // riTh VLA S /L F /’,’ // & A £ A // : SIS L L1750 S A
TEAR Y/ (LY PNl K LA
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
T DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE G~ RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
- RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
//‘ / p .
‘B Results_X (/. Y 4/ //" / prA i : O Results
Bl Invoices : / Vid F1)2 7T T AT/ 8T/ V] WA 4 o O Invoices
B Pulps v 22 LAr =55 / ’ ol O Pulps
O Rejects Lo Ll L0 / Ll e O Rejects
” <
0 Results O Results ‘
O Invoice O Invoice ‘
O Pulps O Pulps
O Rejects O Rejects
White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy ‘



BC

.4

BROHH HINING CORP,
NR. ROD MACLEOD

P.0. BOX 485

DEADRCOD; SD
57732

w 34 ®

Invoice + 12929y Page 1
Date + 12-0CT-88
Rerort No: 098-1203

Project : BLASTHOLE > -10-3
Refurence! NOME LISTED

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

48 Analuses of Gold
Subtotal

8 Anzluses of Au/Hot Cxirsction
Subtotal

Saarle Preraration
48 Saamrles of Accay Prep
18 Szarlez of Deadwood Surcharde
Sublotal

Miscellaneous Chardes
4% S,D, STATE SALES TAX
2% DEADNOND CITY SALES TAX
Subtotal

et ¢ 8,00 ¢ 384,00
$ 384,00 ¢ 384,00

et $4.008 32,00
$ 12,00 § 32,00

$ 180,00 $ 180,00

s 72,20 08 .20

Invoice Total: ¢ 603.20 U.S.

o \o
1042\ 88
R

o |

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Invoice ! 12929, Pase
BROMH HIMING CORF.

¥R, ROD &CLEOD Date  : 172-0CT-88

P.0. BOX 485

DEADKODDs SD Report Ho! 098-1203 ‘
70 Project | BLaSTHOLE 2 -10-%

Refurence: NOME LISTED

Py Bondar-Clegg, Inc.
) 12980 West Cedar Dr.

Lakewood, Colorado 80228

-t (303) 9894404

48 fAnaluse of Gold et ¢ 8,00 ¢ 384,00
Subtotal $ 384,00 & 38400
8 Analuses of Au/Mot Sxtraction st eA008 32,00
Sut:total $ D00 8 32,00
Saarle Prersration
48 Sasrles of Accay Prep at $ 3,25 ¢ 136,00
48 Szarles of Deadwood Surcharge gt $0,50¢ 24,00
Subtotal # 110,00 § 100,00
Hiscellaneous Cherges
4% 8.0, STATE SALES TAX $ .80
2% DEADMOOD CITY SALES TAX ¢ 2.4
Subtotal 3 7.20 % 7,20
Invoice Totsl! $ 503.20 U.5,

e ——————————

Vo
o\ 2 68

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 o

MR, ROD MACLEOD
P.0. BOX 485
READSOOD, SD
57732

EROHN MINING CORP.




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 -

REPORT: 098-1203 ( COMPLETE )

Geochemical
Lab Report

REFERENCE INFO! NONE LISTED

CLIENT: BROHM MINING CORP,
PROJECT: BLASTHOLE

SUBMITTED BY: R. MACLEOD
DATE PRINTED: 12-0CT-88

NUMBER OF LOMER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD
1  FireAu Gold 48 0.002 OPT Fire Asssy
2 CN Au Au/Hot Extraction 8 0.002 OPT Cyanide Leach Atosic Absoretion
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 48 2 -150 48 Assay Prer 48

Deadwood Surcharde 48

REPORT COPIES TO: MR. ROD MACLEQOD

INVOICE TO: MR. ROD MACLEOR




‘Sondar Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 Lab Report
.. BONDAR-CLEGG

REPORTY 098-1203 [ PROJECT: RLASTHOLE PAGE 1
SAMPLE ELEMENT FireAu  CN Au SANPLE ELEMENT FireAu  CN Au
NUMBER UNITS OPT OFT NUMBER UNITS OPT OFT
D2 §-10-3-031 0,028  0.018 02 §-10-3-273 0,013
D2 $-10-3-061 0.011 D2 §-10-3-274 0,006
[2 §-10-3-042 0,012 B2 §-10-3-275 0,004
02 §-10-3-063 0,010 02 $-10-3-276 0,006
2 §-10-3-0%1 0,008 02 §-10-3-277 0,005
N2 5-10-3-092 0,011 02 $-10-3-278 0,044 0,042
[2 §-10-3-093 0,005 02 §-10-3-279 0,016
12 §-10-3-094 0,010 b2 5-10-3-282 0,011
2 §-10-3-12 0,005
02 §5-10-3-122 0,012
02 $-10-3-123 0.004
N2 5-10-3-124 0,008
b2 §-10-3-125 0,007
2 5-10-3-151 0,009
02 5-10-1-152 0,004
N2 5-10-3-153 0.012
12 8-10-3-154 0,011
p2 5-10-3-135 0,009
2 8-10-1-181 0.008
12 §-10-3-182 0,007
2 5-10-21-183 0.012
2 5-10-3-184 0,023 0,024
2 §-10-3-185 0,006
2 $-10-3-186 0.010
02 §-10-3-211 0,014
02 §-10-3-212 0,026 0,013
02 §-10-3-213 0,010
12 8-10-3-214 0,013
02 5-10-3-215 0.010
02 §-10-3-214 0.011
2 5-10-3-241 0.005
12 5-10-3-242 0,037  0.029
2 §-10-3-243 0,020  0.014
2 5-10-1-244 0.010
12 §-10-3-245 0,007
02 §-10-3-246 0,008
N2 §-10-3-247 0,030 0,023
2 §-10-3-248 0,029 0,025
02 §-10-3-271 0,014

2 §-10-3-272 0,009




LAB. REPORT NO.

B BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. PHONE: S89-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

LAY S

Date Shipped 1L/l 4 Via__.-- [1Prepaid or [ Collect G
# Parcels in Shipment TOTAL NUMBER OF SAMPLES 44(”
GEOLOGIST'S NAME £ .00 /. ~/// PHONE NUMBER._~ ~ . -”  PROJECT NAME OR NUMBER _L 2/
Samples 5 Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec|  Activation oce test
c Neut
Cu |Pb |Zn Mo jAg [Cd NI |Co Mn [Fe |Bi |V |U |W |F A" As [Hg [Sn [Sb |Ba |E spec Ac:evl.'ar:?r?n oce Pey;
’ Neutron ot
Cu |Pb |Zn Mo |Ag |Cd [Ni [Co Mn |Fe |Bi |V |U |W |F AY'As Hg |Sn |Sb |Ba |E spec Ac;:almn oece :x:r:!
P “ 4% |Cu [Pb [Zn Mo [Ag [Cd |Ni [Co Mn [Fe [8i v |u |w |F AY As Hg [Sa [Sb |Ba [E spec ,‘,Tﬁ:l;'?gn )CP 109':;
Cu [P [20 oo fag fca |Ni Jeo Jan [Fe [8i v [u |w |F |8 fas g fsn sb [pa [E spec s oo |y
Neul )
¢ / K2 16 [Cu |Ph |20 Pdu iAg [Cd |NI |Co pn Fe |BI |V |U |W |[F % As [Ho [Sn [Sb |Ba |E spec Ac::i:all?:;n pee m'se|
k‘ Neutron ore
Cu |Pb [Zn pto |Ag |Cd |Ni |Co Mn [Fe |Bi |V |U |W |F * As [Ho [Sn |Sb Iaa E spec | Activation oce test
Neutron ore
/ #|Cu |Pb |Zn Mo [Ag [Cd [Ni JCo Mn [Fe |Bi |V |U |W |F .ﬁlAs Hg |Sn |Sb lB:a E spec | Activation oee test
Neufron ote
Cu [Pb [zn o [Ag fcd [N fco pn [Fe [8i |v U |w |F |ad|As [Ha [Sn [sb [Ba |E spec | Activation ocP | test
Neulron ore
-2 Cu |Pb |Zn o |Aq |Cd |Ni [Co Mn |Fe |BI |V |U W |F Abl_ JAs |Hg [Sn [Sb [Ba |E spec | Activation DCP test
\ : Neutron ore
Cu [Pb [Zn Mo [Ag |Cd |Ni [Co Mn [Fe |Bi |V |U |W |F |AB |As [Hg |Sn [Sb [Ba |E spec | Activation Dce test
Neutron ore
Cu |Pb [Zn Mo JAg [Cd |Ni |Co Mn |Fe |Bi |V |U |W |F |Au |As [Hg [Sn |Sb [Ba |E spec | Aclivation DCP lest
Neufron ore
Cu [Pb |Zn Mo |Ag |Cd |Ni |Co Mun |Fe |Bi |V |U |W |F JAu |[As Ho [Sn [Sh |Ba |E spec | Activation nee test
— REUTran e
Cu [Pb [Zn Mo [Ag |Cd |Ni |Co Mn [Fe [Bi [V |U |W |F |Au |As |Ho |Sn [Sb [Ba [E spec | Activalion nceP test
Neutron ore
Cu |Pb |Zn Mo |Ag |Cd [Ni |Co Mn [Fe |Bi |V |U |W |F JAu |As |Hgo [Sn (St |Ba [E spec | Activation pce test
Weairon i3
Cu |Pb |Zn rleu Ag |Cd |Ni |Co Mn [Fe |Bi |V |U |W |F [Au [As [Hy [Sn |Sb [Ba |E spec | Activalion pepP test
J assay (%, ore grade) O (prepared
Please analyze by i methods, the enclosed samples
[0 geochemical (ppm, trace level) 0 \unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS Ll I ATEY 3 WY/ 84 //,/4 A 1/ .
G F 4 AL 779 g - P >
£ 4 L : - A rx
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
{3 DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE f3--RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

O Results A 4. L LAY, O Results
.0 Invoices / L TRV T IR SIS AP L) O Invoices
[ Pulps 2, L EEL ; O Pulps

O Rejects LL Ll Lol > o =¥ i S S O Rejects
O Results O Results
O Invoice O Invoice
O Pulps O Pulps

O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



BROHM MINING CORF.

MR. RODI' MACLEOD
P.0. BOX 485

DEADWOOLD,» SD
97732

Invoice

Date

Rerort No!

FrodJdect
Reference:

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

: 13058, Fade 1

! 25-0CT7-88

098-1202 >-/0-3

¢ BLASTHOLE

NONE LISTED

Loof 0]

74 Analuses of Gold at 8.00 ¢
Subtotal $
17 Analuses of Au/Hot Extraction at 4,00 ¢
Subtotal $
Sample Frerazration

74 Sameles of Assayw FPree at 3.25 ¢
74 Samples of QNeadwood Surcharge at 0.50 ¢
Subtotzl $

Miscellaneous Charses
4% S.Diy STATE SALES TAX $
2% DEADWOODN CITY SALES TAX $
Subtotzl $

Invoice Total!

tto pory

T,

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

2.00
592.00

68.00
68.00

240.50

37.00
277.50

7.40
3.70
11.10

$ 592.00
4 68.00
$ 277.50
b 11,10

¢ 948.460 U.S.




-

BT

BEROHNM MINING CORF.

MR. ROD' MACLEOD
F.0. BOX 4835

HEADWOOD, SI

92732

o

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

Invoice : 13058» Feade 1

Date ¢ 25-0CT-88

Rerort No! 098-1202 3-/0-3%
Prodect t BLASTHOLE
Reference: NONE LISTED

74 Anz2luses of Gold
Subtotal

17 aAnasluses of Au/Hot Extraction

Subtotal

Samrle Preraration

74 Samrles of Asszy Prer

74 Samples of Deadwood

Subtotal

-Miscellaneous Chardges
4% S.I'yv STATE SALES TaAX
2% DEADWOODR CITY SALES TaAX

Subtotal

Loo§  0a}

Bt» 8-00 % .‘92000
$ 592.00
at 4,00 % 48.00
$ 68.00
at 3.25 ¢ 240.50
Surcharde at 0.90 ¢ 37.00
$ 277.350
$ 7.40
] 3.70
$ 11,10
Invoice Totsl!
Q'S_Y/V\MJ
THIS IS A PROFESSIONAL SERVICE

ACCOUNTS DUE WHEN RENDERED

3 68,00
$ 277.30
$ 11,10

——— - ——————




Bondar-Clegg, Inc.

12980 West Cedar Dr
Lakewood, Colorado 80228
(303) 9894404

‘ BROHN MINING CORP,
! MR, ROD MACLEDD

f P.0. BOX 485
DEADNCODs SD

57732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

B BONDAR-CLEGG
REPORT: 098-1202 ( COMPLETE ) J REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORF, SURKITTED RY: R, MACLEOD

PROJECT: BLASTHOLE DATE PRINTED: 17-0CT-88

NUMBER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD

1 FireAu Bold 74 0.002 OPT Fire Assay

2 CN Au Au/Hot Extraction 17 0,002 OPT Cuanide Leach Atomic Absorrtion
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMRER SAMPLE PREFPARATIONS NUMBER
D DRILL CORE 74 2 -150 74 Assay Prer 74

Deadwood Surcharse 74

REMARKS: ALL CN SHAKE RESULTS ARE NOW REPORTEDR.

REPORT COPIES TD: MR. ROD MACLEOR INVOICE 70! MR. ROD MACLEOD




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr,
Lakewood, Colorado 80228 Lab Report
e BONDAR-CLEGG
& e

REPORT: 0981202 | PROJECT: BLASTHOLE PAGE 1

SAMPLE ELEMENT FireAu CN Au SANPLE ELEMENT FireAu  CN Au

NUMBER OPT 0PT HUKBER OPT 0T

D2 §-10-3-301 0,008 D2 $-10-3-373 0,013

D2 §-10~3-302 0,012 b2 $-10-3-374 0,010

02 §- 1o 3-303 0,009 12 5-10-3-375 0,008

02 §-10-3-304 0,014 D2 S-10-3-376 0,011

D2 §-10-3-305 0,018  0.017 12 5-10-3-377 0,007

02 §-10-3-306 0,010 12 5-10-3-378 0.008

B2 $-10-3-307 0,014 D2 §-10-3-379 0,008

D2 $-10-3-308 0,012 02 §-10-3-380 0,010

D2 §-10-3-309 0,011 D2 S-10-3-391 0,008

02 §-10-3-310 0,010 02 §-10-3-392 0,049 0,050

12 $-10-3-311 0,012 D2 $-10-3-393 0,038  0.034

B2 8-10-3-312 - 0,011 B2 $-10-3-394 0,014

02 §-10-3-331 0,022 0,018 02 §-10-3-395 0,012

D2 8-10-3-332 0,010 b2 5-10-3-394 0,024  0.033

02 $-10-3-313 0,008 D2 5-10-3-397 0,009

12 $-10-3-334 0,008 B2 §-10-3-398 0.008

B2 $-10-3-335 0,003 D2 5-10-3-399 0,009

D2 $-10-3-33 0,005 12 S-10-3-400 0,007

2 $-10-3-337 0,018 0,025 D2 S-10-3-401 0,010

D2 S-10-3-338 0,014 02 §-10-3-402 0.008

D2 $-10-3-339 0,016 0,030 D2 S-10-3-403 0,009

D2 §-10-3-340 0,020 0,023 02 S-10-3-404 0,011

D2 $-10-3-341 0,011 D2 S-10-3-405 0,012

02 §-10-3-342 0,009 B2 §-10-3-406 0.010

02 5-10-3-343 0,008 D2 S-10-3-407 0,006

02 §-10-3-244 0,014 D2 5-10-3-408 0.004

02 §-10-3-345 0,009 D2 S-10-3-409 0,006

D2 S-10-3-34¢ 0,012 D2 §-10-3-410 0,008

02 5-10-3-361 0,03t 0,043 02 5-10-3-421 0,009

02 $-10-3-362 0,03 0,029 b2 §-10-3-422, 0.011

02 5-10-3-363 0,070 0,065 02 5-10-3-44 0ol

D2 $-10-3-354 0,020 0,029 02 S-10-3-420 5L H N 170908 4

b2 $-10-3-365 0,025 0,020 D2 S-10-3-481.  0.024 ¢ oo

12 §-10-3-386 0,026 0,010 02 S-00:3-500. " T T ovote———

D2 $-10-3-147 0,020 0,015 M ,

T L; : —1 oY

D2 §-10-3-348 0,049 0,049 Bl

D2 $-10-3-369 0,010 N ) S

02 $-10-3-3720 0,008 I

02 $-10-3-311 0,009

02 §-10-3-372

0.004




o

OCT 3 ) 1988

EL@ELEL
B |

BROHM MINING CO. |




